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An entirely new kind of acoustic panel  

Filename:  Test#4 - 2 Cel™

Client: Technature Inc.

ProduCt: Absorption Material

Quantity: 1

Comment: 2" Cel™, with 1" Echotouch™

SamPle Size – Wt: 95.0 in. × 95.5 in. × – 0 lbs. 

SamPle 
deSCriPtion #: 8 Panels – 2" Cel™ Arranged in 2 × 4 

Fashion with 1" Echotouch™

time StamP: Wed. Oct. 30, 2002 – 10:07 A.M.

total
SamPle area: 63.0 ft2

aStm C423–Sound absorption
2" Cel™ tested with 1" eCHotouCH™ Backer

Saa = 0.88   nrC = 0.90

*Total absorption based on 63.0 ft2
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